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Executive Summary

The discovery by Shechtman, zzrw of five-fold

symmetry in rapidly solidified aluminum alloys stimulated

world wide interest and activity in the preparation and

properties of these materials. Likewise, research on the

microstructure of a variety of rapidly solidified aluminum

alloys including those containingl'Iand Sf has been

advanced. This report covers the work of two Principal

Investigators, Dr. Leo Bendersky and Dr. Dan Shechtman, plus

their research collaborators, which has been reported in the

scientific literature during the first half of 1986.

The five publications reproduced here represent a

significant contribution to our understanding of the

icosahedral phase and the microstructure of rapidly

solidified alloys.

fo.

1. Shchtman, D. and Blech, I., Met. Trans. 16A, 1005
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2. Shechtman, D., Blech, I., Gratias, D. and Cahn, J.W.,
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REPLACENENT OF ICOSAHEDRAL Al -N BY DECAGONAL PHASE

R. J. Schaefer* and L. Bndersky*
Metallurgy Division, Itional Bureau of Standards, Gaithersburg, NO 20899

Center for Materials Research. The Johns Hopkins University. Baltimore, NO 21218

(Received February 3, 1986)

Introduction

Rapidly solidified alloys of Al containing 15-40 wtS Nn contain the icosahedral (1.2) and
the decagonal (also called NT*) (3)_quasicrystal phases, both showing sharp diffraction with
noncrystallographic point groups *35 and 10/m (or 10/mm) respectively. The unusual symmetries
of these structures both require quasi-periodic lattice structures, although the decagonal phase
is periodic along its ten-fold axis. While the icosahedral phase has received intensive
theoretical and experimental study, the decagonal phase has attracted less attention and is
usually regarded as an impediment to the formation of icosahedral material. However, the
decagonal phase provides an important link between periodic and quasiperiodic structures, and
its solidification behavior often sets the limits on the conditions under which the icosahedral
phase forms. In this paper, we show that the decagonal phase is nucleated by and then replaces
the icosahedral phase in Al-Mn alloys. Crystallographic analysis of the process Is also
presented.

Occurrence of the Phases
In malt-spun ribbons of Al-Mn. the lowest Nn concentration at which the icosahedral phase

appears is 1S wt%. and the decagonal phase appears when the Mn content reaches about 28 wtl. In
alloys containing )28 wta Nn, both icosahedral and decagonal phase are found with the icosahedral
phase being more abundant in the thinner (and thus more rapidly solidified) parts of the ribbons.
Thus the thin parts of an A1-33.7 wt% Mn ribbon (corresponding to the formula A14in) are almost
single phase icosahedral, while the thicker parts of ribbons with 35-37 wt% Mn are almost
single phase decagonal. We have found that the addition of S wt Si to Al-Mn alloys eliminates
the formation of the decagonal phase, thus allowing easier formation of the icosahedral phase.
In contrast, the addition of S wt Ge to the alloys favors the formation of the decagonal phase.

In malt-spun Al-Mn alloys which contain both icosahedral and decagonal phases the decagonal
phase Is found to grow epitaxially on the surface of icosahedral phase dendrites (4). The
icosahedral phase has the form of equiaxed dendritic grains with random orientations, and a
grain size which depends on the local cooling rate within the ribbon. This structure implies
that the icosahedral phase nucleates and grows in an undercooled melt, and recalescence will
therefore lead to a decrease In solidification velocity as the solidified volume increases.
When the growth becomes too slow to maintain the icosahedral phase formation, the decagonal
phase nucleates on the surface of the Icosahedral dendrites.

Electron beam surface melting experiments provide more detailed information on the
relationship between the icosahedral and decagonal phases. In these experiments, an electron
beam is scanned across the surface of a bulk sample to produce a travelling melt zone. The
scan velocity can be varied from about 0.1 to 500 ce/sec, with a correspondingly wide range in
microstructure. Although local solidification velocities or cooling rates often cannot be
correlated precisely to the scan velocity, the sequence of microstructures with changing velocity
can be clearly established. In the experiments reported here, melt scans were carried out on
an Al-25 wt% Mn alloy at velocities between 0.5 and 200 cm/sec. At each velocity, a series of
overlapping melt scans was used to build up a strip of rapidly solidified material approximately
5 mm wide. The samples were examined by x-ray diffraction, optical metallography. SEN and TEN.
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In the 100 cm/sec scans, the icosahedral phase grows in the form of dendritic grains which
are typically 20-30 w in diameter, considerably larger than those found in melt-spun ribbons.
Earlier studies of icosahedral dendrites growing in an Al-18 wt% Mn alloy (5) showed that they
grew preferentially along the three-fold symetry axes of the icosahedral structure. The
resulting crystals have the overall shape of a hollow-faced pentagonal dodecahedron (PD), and
appropriately oriented examples show a conspicuous pentagonal symetry. The same morphology Is
observed in the 100 cm/sec scans of the Al-25 wt% Mn alloy (Fig. 1). These crystals grow from
nuclei within the melt zone, where significant supercoolings can develop because of the large
driving force needed to produce rapid solidification of the equilibrium phases. Both x-ray
diffraction and TEN confirm this structure as icosahedral. When higher cooling rates lead to
a higher density of icosahedral grains, the full morphology of the PD dendrites does not have
a chance to develop and the icosahedral phase must be identified by other characteristics.

In 25 cm/sec melts, roughly equal amounts of icosahedral and decagonal phase are present.
The decagonal phase is always present as an overgrowth on the icosahedral phase, In many cases
completely enveloping it (Fig. 2). Moreover, the Icosahedral phase in many cases consists of
remnants of a dendritic structure which has undergone significant decomposition.

At scan speeds of 2.5 cm/sec, much of the melt zone consists of decagonal phase crystals
in the form of blocky cylinders about 1 Le in diameter and 2 t long. The crystals are arranged
In large dendrite-like colonies (Fig. 3), which typically extend for distances of 100 &P or
more, but three factors show that they did not actually grow as large decagonal-phase dendrities.
First, within any colony the decagonal phase is seen with a variety of orientations. Although
the colonies are thus not single crystals like normal dendrites, the orientations are not
random, but belong to a limited set of special orientations which will be discussd below.
Second. most of the decagonal phase crystals within a colony do not appear to be interconnected
except in a few areas where their density is so high that they have impinged on one another.
Finally, the overall sjmmetry of the dendrite pattern frequently shows a pentagonal alignment
(Fig. 4) or a pentagonal *shadow" (Fig. 5) highly reminiscent of the icosahedral crystals seen
in the 100 cm/sec scan (Fig. 1). These features leave little doubt that this microstructure
grew initially as large icosahedral dendrites with PC morphology, upon which decagonal phase
crystals nucleated epitaxially. The decagonal phase then grew into the liquid and also into
the fcosahedral solid, consuming essentially all of the latter.

Crystallography of Decagonal Phase Growth
In a recent crystallographic analysis (6) it was concluded on the basis of transmission

electron microscopy tilting experiments and convergent beam diffraction that the decagonal
phase has a noncrystallographic point group symmetry (lO/m or l/mm) different from icosahedral.
The decagonal phase has a unique ten-fold rotation axis, and the electron diffraction pattern of
a crystal viewed along this axis bears a strong similarity to that of an Icosahedral crystal
viewed along one of its five-fold axes. However, if we rotate the decagonal phase through the
same angles (63.40 ) which would bring the icosahedral phase to another of its five-fold axes,
we find only a pseudo-ten-fold diffraction pattern in which rings of ten spots are seen, but , p
the spots are commensurated to periodicity in one direction, as a result of the one-dimensional
periodicity along the ten-fold axis. If one examines the zone lying 90 degrees from the
decagonal phase's ten-fold axis, one observes electron diffraction patterns with two-fold
symetry at intervals of 180. These two-fold patterns alternate between types referred to in
ref. (3) as 8 and C. The presence of a unique ten-fold axis implies that planes normal to this
axis are either quasiperiodic (like Penrose tiling), or multiply twinned. The second possibility
was rejected on the basis of microdiffraction, dark field, and high-resolution imaging experi-
ments. Figure 6 shows a high resolution image along the ten-fold axis, where no isolated
crystalline (periodic) domains can be observed. However, an optical diffractogram (c) taken
from selected small regions reproduces a pattern with ten-fold symmetry similar to an electron
diffraction pattern (b).

Although the decagonal phase was found to be quesiperiodic within the planes normal to its
ten-fold axis, the planes (layers) are stacked with 1.24 nm periodicity. as was shown by
diffraction and high resolution imaging with the incident beam normal to the ten-fold axis (4).
The conclusion was that the decagonal phase Is a quasicrystal with two-dimensional quasi-
periodicity and one-dimensional periodicity, with long-range decagonal orientational order.

%,,,,
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The cylindrical growth morphology of the decagonal phase Is consistent with the cylindrical
symetry 10/m: the ten-fold rotation axis is along the cylinder axis, which is also probably
the growth direction. The orientation relationship between the icosahedral and decagonal phases
is presented in Fig. 7. Fig. 7a shows a high-resolution TEN image of the two phases, separated
by a sharp interface. A selected area diffraction pattern of this area shows an overlapping of
the two-fold pattern of the icosahedral phase on the two-fold (type B (3)) pattern of the
decagonal phase (with typical streaking and periodicity, Fig. 7b). The unique ten-fold axis c*
of the decagonal phase coincides with one of the six five-fold axes of the icosahedral phase.
The two-fold axes of the decagonal phase (zone axis of pattern B, (3)) coincide with one of
the ten two-fold axes of the icosahedral phase, normal to the five-fold axis. Mirror planes of
the two-fold pattern are rotated 31.7. Fig. 7c represents the orientation relationship on a
stereographic projection.

Growth of the icosahedral phase on the decagonal phase would give only one orientational
variant, according to the established orientation relationship. However, growth of the decagonal
phase on the icosahedral phase provides six orientational variants, and the ideal expected
morphology is as shown in Fig. 8. The presence of the six orientational variants of the
decagonal phase implies the presence of the icosahedral phase, at least at an earlier stage of
the growth. Fig. 9 is a TEM image of a microstructure in a 10 cm/s melt, showing blocky
crystallites of the decagonal phases embedded in aluminum. When a central rounded crystallite
A was oriented with its ten-fold zone axis exactly parallel to the microscope's electron beam
(diffraction pattern A), surrounding decagonal crystallites with typical striation contrast
showed diffraction patterns with pseudo-ten-fold symetry. Therefore, the unique ten-fold axes
of the surrounding crystallites are 63.4from the zone axis of crystallite A, and thus all of
the decagonal crystals have ten-fold axes which coincide with the five-fold axes of an underlying
icosahedral crystal. This corresponds exactly to the growth model of Fig. 8.

Analysis of an AI-27 wt% Mn melt-spun ribbon, which consisted entirely of the decagonal
phase, showed that a similar crystallographic relationship existed between nearby grains.
Specifically, if one grain was aligned so that the electron beam lay along its unique ten-fold ,
axis, adjacent grains were found to show the pseudo-ten-fold axes (Fig. 10). The conclusion is
that all of the grains originated by epitaxial nucleation from an initial icosahedral grain,
which then completely disappeared.

Discussion.

The morphology of the icosahedral and decagonal phase crystals in the electron beam surface
melts indicates that the icosahedral phase nucleates and grows within the supercooled liquid of
the melt zone, and the decagonal phase subsequently nucleates epitaxially on the icosahedral
phase. The decagonal phase then grows and consumes the icosahedral phase. In 100 cm/sec melt
scans, solidification Is complete before the decagonal phase can make significant growth, and
the icosahedral dendrites are therefore preserved. At 25 cm/sac, the icosahedral dendrite
structure shows significant decomposition, and at 2.5 cm/sec sufficient time is available for
the decagonal phase to completely replace the icosahedral dendrites. In the slower melts,
however, the initial solidification of the icosahedral phase is clearly revealed by the spatial
and orientational arrangement of the decagonal crystals. No microstructures were observed in
the melt trails which could be interpreted as independently nucleating and growing decagonal
phase.

The decagonal material found in melt spun ribbons of Al-Mn alloys appears to have originated
by a similar mechanism of epitaxial nucleation on the Icosahedral phase. In the 37 wt% Mn
ribbon, the only evidence that the icosahedral phase was present at an earlier stage of crystal-
lization is the presence of the orientational variants of the decagonal phase. which are related
to one another by icosahedral symmetry.

The sequence of events in a supercooled Al-Mn melt thus appears to be an initial nucleation
and rapid growth of icosahedral phase dendrites, followed by copious heterogeneous epitaxial
nucleation of the decagonal phase. The decagonal phase then grows into both the liquid and the
icosahedral phase, and if the solidification process is slow enough the Icosahedral phase is
completely eliminated.
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Determimatio of the point group of the icosahedral phase in an Al-M-Si
alloy using convergent-beam electron diffraction

By L. A. BENDESKYt and M. J. KAUFMAN
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AnslrAcT
Convergent-beam electron diffraction has been used to determine conclusively

the point group of the icosahedral phase in an Al-Mn-Si alloy. The patterns ',

obtained clearly display the symmetries expected for the orientations of a
quascrystalline phase with the m35 point group.

§ 1. INTRODUCTION 01

The recent discovery (Shechtman, Blech. Gratias and Cahn 1984) of a non-
crytallographic icosahedral phase in rapidly solidified Al-Mn alloys has created .J..

considerable interest and controversy among the scientific community. The original
identification of this phase was based primarily on the analysis of a series of selected-
area diffraction patterns (SADPs) obtained in a transmission electron microscope; 
from the series of SADPs. Shechtman. et al. (1984) concluded that the point group of

this phase was m35. However, the other possible icosahedral point group, 235, could '-",, -

not be ruled out since SADPs from the major zone axes should appear similar. This is.. ,
seen by considering fig. I (taken from International Tables for Crystallography, 1983)
which shows the stereograms displaying the symmetry elements and the general points
for the two icosahedral point groups, 235 of order 60 and m3-5 of order 120. Even though %
the symmetries of the special projections for these two point groups are different along -
[IrO] (the ivefold axis) and (111] (the threefold axis), due to Friedel's law, the %
projection diffraction symmetries for any of these orientations are identical (see table 1).
Thus. it is impossible to distinguish between the two point groups using only the
projection information obtained in SADPs.

The convergent-beam electron diffraction (CBED) technique has been shown to be
extremely valuable for determining the point and space groups of crystalline phases
(Buxton. Eades. Steeds and Rackham 1976, Steeds 1979, Kaufman and Fraser 1985). .%N ,
However. CBED patterns of sufficient quality for structure determination could not be
obtained from the icosahedral phase in the binary alloys (Bendersky 1985, Gronsky,
Krishnan and Tanner 1985), i.e. the patterns never contained the higher-order Laue

., %

t Also with Center for Materials Research, The Johns Hopkins University, Baltimore.
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Stereographic projections of the symmetry elements and general points of the two icosahedral
point groups. 235 and m35.

zone (HOLZ) information necessary for symmetry determination; arose from the ---- a.,.

presence of considerable internal strain in the icosahedral phase. In the present study,
the CBED technique has been used successfully to study the symmetry of the
icosahedral phase present in a ternary Al-Mn-Si alloy which had been rapidly
solidified by a melt-spinning process. As will be shown, the convergent-beam patterns
(CBPs) obtained provide sufficient HOLZ information both to conclude that this phase
is truly icosahedral in nature and make it possible to discriminate between the two
possible icosahedral point groups, 235 and m35.

§2. EXPERIMENTAL DETAILS

Melt-spun flakes of binary AI-25wt.°oMn and ternary A-38 t.oMn 5 t.,,S
were prepared from pre-alloyed ingots by melt spinning using a Cu wheel rotating at %
approximately 7000 r.p.m. The resulting rapidly solidified material was prepared for :"-" • "
transmission electron microscopy by standard electropolishing methods using a '
solution of 10 parts (by volume) sulphuric acid and 90 parts methanol. Both single- and
two-sided jet polishing were utilized. In addition, some of the flakes were argon-ion . - -
thinned using standard procedures. Subsequently, the thinned flakes were examined by
analytical electron microscopy at 120keV

• .'- .-. .
. .-a -,
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Table I. Symmetries of the three major zone axes for the two icosahedral point groups. 235 and
m35.

Fivefold axis Threefold ais Twofold am
Point group [Ito] (111] [001]

Synutwry of special Projections

235 5m 3m 2mm
m35 l0mm 6mm 2mm

Projection diffraction syummetry

Both 10mm 6mm 2mm

§ 3. RmULTS AND DISCUSION
Before discussing the convergent-beam analysis of the icosahedral phase in the

ternary alloy, it is instructive to compare the microstructures and SADPs from this
phase with the binary Al-Mn results. For example, in fig. 2 the microstructures and
SADPs obtained from the icosahedral phase in the two alloys are shown. It can be seen
that the phase in the ternary alloy displays significantly less strain-contrast. However.
weak-beam dark-field (WBDF) images indicated that the background 'speckling-, S

suggesting the presence of very fine crystallites that are twin related (Field and Fraser
1984)-was present in both alloys. In addition, it can be seen that the relative intensities
in the SADPs have changed significantly indicating that the Si addition apparently has
affected the order of the icosahedral phase in some way. Chen and Chen (1985) reported
a similar effect, which they attributed to an increased ordering caused by the Si and
suggested that the new quasicrystalline structure was a 'superlattice' of that in the e,
binary AI-Mn alloys obtained by scaling the three- and fivefold patterns by the golden
mean r -(1 + /5)/2 (the characteristic number of icosahedral quasiperiodicity) and the
twofold patterns by a non-uniform scaling factor. An alternative explanation is that the
Si addition simply modifies the structure factors of the reflections from the same ,quasilattice.-,

Presumably because of the increased degree of order (or decreased internal strain)
of the icosahedral phase in the ternary alloys, the CBPs obtained from various zone
axes were found to contain sufficient three-dimensional information (i.e. HOLZ lines
and reflections) for deducing the diffraction group and, finally, the point group.
Figure 3 shows pairs of CBPs (low and medium camera length) for the five-, three- and
twofold zone axes. For the fivefold axis (fig. 3a)) it can be seen that the projection
diffraction symmetry is 10mm and the whole pattern symmetry is 5m. This
corresponds to the diffraction group 100mm, (using the notation of Buxton et al.
(1976)). The projection diffraction and whole pattern symmetries for the threefold and
twofold axes (fig. 3 (b) and (c)) are respectively 6mm and 3m. and 2mm and 2mm: for the
threefold axis these symmetries correspond to the diffraction group, 61 mmi, while the
diffraction group for the twofold axis is either 2mm or 2mm li. The diffraction groups
expected for these three orientations are given in table 2 for the two possible
icosahedral point groups, 235 and mi5. It is clear that the only consistent point group is .

"

m35.

.,
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Table I. Symmetries of the three major zone axes for the two icosahedral point groups, 235 and

m35.

Fivefold axis Threefold axis Twofold axis
Point g[oup [ITO] 111] (001]

SYMntry of specW Projections

235 5m 3m 2rm "-m.
m35 10mm 6mm 2mm

Projection d*raction sywmetry

Both 10mm 6mm 2mm

§ 3. REULTS AND DISCUUION
Before discussing the convergent-beam analysis of the icosahedral phase in the

ternary alloy, it is instructive to compare the microstructures and SADPs from this
phase with the binary AI-Mn results. For example, in fig. 2 the microstructures and
SADPs obtained from the icosahedral phase in the two alloys are shown. It can be seen
that the phase in the ternary alloy displays significantly less strain-contrast. However,
weak-beam dark-field (WBDF) images indicated that the background 'speckling-
suggesting the presence of very fine crystallites that are twin related (Field and Fraser
1984)-was present in both alloys. In addition, it can be seen that the relative intensities
in the SADPs have changed significantly indicating that the Si addition apparently has
affected the order of the icosahedral phase in some way. Chen and Chen (1985) reported
a similar effect, which they attributed to an increased ordering caused by the Si and
suggested that the new quasicrystalline structure was a 'superlattice' of that in the
binary AI-Mn alloys obtained by scaling the three- and fivefold patterns by the golden
mean r - (I + ,/ 5)/2 (the characteristic number of icosahedral quasiperiodicity) and the
twofold patterns by a non-uniform scaling factor. An alternative explanation is that the
Si addition simply modifies the structure factors of the reflections from the same
quasilattice.

Presumably because of the increased degree of order (or decreased internal strain) e, -
of the icosahedral phase in the ternary alloys, the CBPs obtained from various zone
axes were found to contain sufficient three-dimensional information (i.e. HOLZ lines
and reflections) for deducing the diffraction group and, finally, the point group.
Figure 3 shows pairs of CBPs (low and medium camera length) for the five-, three- and
twofold zone axes. For the fivefold axis (fig. 3(a)) it can be seen that the projection
diffraction symmetry is 10mm and the whole pattern symmetry is Sm. This
corresponds to the diffraction group lOmm, (using the notation of Buxton et al.
(1976)1. The projection diffraction and whole pattern symmetries for the threefold and
twofold axes (fig. 3(b) and (c)) are respectively 6mm and 3m, and 2mm and 2mm: for the
threefold axis these symmetries correspond to the diffraction group. 6Rmm,, while the ,
diffraction group for the twofold axis is either 2mm or 2mm l. The diffraction groups '
expected for these three orientations are given in table 2 for the two possible
icosahedral point groups, 235 and m35. It is clear that the only consistent point group is
m3S.
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Finally, it is possible to make measurements of the spacings of the higher-order
Laue zone rings and convert the values to reciprocal-lattice spacings along the iajor
directions, The results obtained indicate that the spacing of the reciprocal-lattice planes
are non-periodic as expected for the quasiperiodic lattice of the icosahedral phase
(Levine and Steinhart 1984). For example, for the twofold CBP (fig. 3 (c)) the spacing (H)
of the first three reciprocal-lattice planes normal to the beam direction. are
approximately in the r ratio, i.e. HOJHFpLZ 1-58 and H-ozHo~ 1-61 where
FOLZ SOLZ and TOLZ stand for first-order Laue zone, second-order Laue zone and
third-order Laue zone, respectively. Further implications suggested by these spacings
will be discussed in a separate paper.

From the preceding discussion, it is clear that the structure of the phase of interest in
Al-Mn and Al-Mn-Si alloys is non-crystaflographc with the m5 point group.
However, it is informative to discuss the real/reciprocal space relationship of the
icosahedral phase. For example, the symmetries of a crystalline structure and its
Fourier transform (reciprocal lattice) are identical, i.e. the point symmetry of any lattice
point is equivalent to that of any reciprocal-lattice point. The symmetry of the Fourier
transform of a quasiperiodic structure however, will differ significantly from that of the eo.
actual structure and its quasilattice; the high symmetries of the diffraction patterns
obtained from the icosahedral phase are not equivalent to the symmetries of the atomic ',,

species in real space. In fact, it has been suggested that it is the average properties of the
structure in real space which have icosahedral symmetry and not the atomic species
(Grattias and Cahn 1985).

In conclusion. it has been shown using CRED that the structure of the complex
phase observed in Al-Mn and Al-Mn-Si alloys is icosahedral and has the point group
m35, instead of the alternative, 235. Also, it appears that the addition of Si has
in~creased the perfection of the icosahedral phase. indicating that the 'speckling' '

observed in WBDF images may not result from very-short -range internal strains.
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Nucleation behavior of Al-Mn icosahedral phas
L A. Beduea and S,.D. Ridder
MemUiwp Dbw Nusimue Surou afSsandwA~ Geatirsbug~ Mapylmd 20699

(Reeied 26 Fabruay 198, accepted 14 April 1986)
Electrohydrodynamic (EHD) atomization has boen used to rapidly solidify micron and
submicron size droplets of AI- 14 at. % Mn to study nucleation behavior of icosahedral phase.
Icosahedral g=ain z hasl been found to decrease continuously with decreasing droplet size.
Based on this result. formation of the icosaedral phase is explained by homogeneous
nucleation. Extremely low resistaince to nucleation of icceda phase can be understood if
possible topological similarities between liquid and icomahedral quasicrystal are considered.
Formation of glass a configurationally frozen liquid in Al-Mn and similar alloy systems is
questionable, implying that the reported AJ-Mn glas probably has a microquasicrystalline '4

structure.

I. INTRODUCTION tetrahedral packing, possible without frustration in

Icosahedral phases have received extensive study in threediflelslkal curved space, by a disordered or pen-
the last year. The phase was first discovered in rapidly odically ordered arrangement of disclination lines. The
solidifie Al-Mn alloys by Shechtman etaL.'and then in possibility of a structural relationship between metallic
many other aluminum-transition metal systems. 2  glass and icosahedral quasicrystal was also discussed re-
Moreover, icosahedral phases now have been cetitly. " Some experimental evidence of this possible
reported in several nonaluminum-based systems: strucltrl interrelation of metallic glasses. Frank-
Mg31 ( Al,Zn ),2 MgCuA4 Cd-Cu 3  Pd 3USi.6 Kasper phases, and the newly discovered icosahedral
(Ti, . V. ),Ni.' A common feature of these phases is phaise was found recently:
that in reciprocal space they exhibit sharp Bragg peaks (1I) Most of the discovered icosahedral phases men-
but with icosahedral m35 point group symmetry that tioned above form in systems and compositional ranges
implies that they cannot be crystals with lattice t~ans where the equilibrium phases are of the Frank-Kasper
tional invariance. Several theoretical models have bee type. The structure of some of these phases can be suc-
developed to explain coexistence of a noncrystallogra- cessfully decomposed to the same building blocks used
phic point group and sharp diffraction.$-' 2 all approach- for Tcshea quoprm clatio fm tice Smod e comosi
ing an idea of quasiperiodic long-range translational or- (2 h omtion of mh oa lpaetwaliclasse ato the coms-e
der together with long-range orientational Order . c fteioaerlpaewscamdt eosre

Accodinlythe term quasicrystal' has been used for for the Al-Mn system, using different energy-assisted
tmaril, processes 22-

2
4 and for PilUSi (Ref. 6) by liquid quench-

Long-range icosahedral order is known only for the ig o ohssesagast-uscytliesaeA
recently discovered icosahedral phases. However. NOV ir
short-range icosahedral order (SRIO) is readily ob- Spool
served in condensed matter. Short-range icosahedral or-
der is believed by many investigators to be a feature Of To High Feed Rollers
metallic glasse and liquIs'"" This topological prop- Votage.L N
erty arise from energetic consideration of tetrahedral Source
packing, as was made clear by Frank'16 and confirmed by N
different structure models generated physically or by : Insulators *S

computer (citation in Ref. 14). Other types of struc-
ture having SRIO are Frank-Kasper phases" charac- -

terized by unusually large unit cells and described as < %
combinations of icosahedral with certain other polyte- .==~=
trathedral configurations. Extractor - Electrot n

These two predominantly polytetrahedral str ic- /Emweem%
tures of Si and Frank-Kasper phases with SRI0 FPlrient
were shown to be closely related in a theoretical analysis Diroplett il
by Nelson."1 Both structures can be derived fromn ideal Blm Z

Also wvis the Center for Materials Rearacb. The )ohms Hopkin FIG I Schumamj of experufhnt*J apparatus 11w cectrobydrodyna- P
Utuve sit. Bkame Maryland 21213 Macatmala
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ting an acetate film placed at the bottom of the chamber. suits. In the particle size range between 2 pm and 20 nm UVI

After removal from the vacuum, the film with the col- the size of the coherently reflected zone continuously
lected solidified particles is vapor coated with carbon changes from 50 to - 1-2 nm. The ranges of particle
and the acetate is dissolved in acetone. The microstruc- sizes where the three types of SAD patterns (Fig. 3)
ture of the particles was examined using a 300 keV were observed are also shown. Coherently reflecting
transmission electron microscope (TEM) without any zones larger than - 3 nm are grains of icosahedral qua-
additional preparation. Because of the low atomic num- sicrystal. However, zones smaller than 3-2 an can be
ber of aluminum, the particles are sufficiently transpar- interpreted as the contrast effects of truly homogeneous
ent in all ranges of sizes. In-situ heating experiments amorphous material (i.e., dense random packing struc-
were performed, using a 120 keV focused electron beam, ture) 28.2 or of microcrystalline (or microquasicrystal-
with the second condenser aperture out. line in our case) material. 3°. '"

The icosahedral grain size (-50 nm) observed at
l 2 um particles is very close to that found on the chill

Ill. RESULTS surface of melt-spun ribbons. In the ribbons, the size of
A. Mlcrmltucture of ar-Otldlfcd mlc ramrtles the icosahedral grains increases with increasing distance

Figure 2 shows a typical low magnification image of from the chill surface from - 70 nm up to 10Mm in size,

solidified AI-14 at. % Mn particles embedded in a very and in the largest grains a more developed dendritic

thin amorphous carbon film. The spherical form of the structure is seen I Figs. 6(A) and 6(B) I (see also Refs. ,,

particles shows that they solidified before hitting the 32 and 34). ,

substrate, because otherwise splats would be observed.
Since the atomization chamber has a relatively high . 'istu annealing
vacuum, the thermal history is determined primarily by Since the particle microstructure described above is
radiation cooling. Accordingly, the smaller particles believed to be metastable, an in-situ annealing experi-
have a higher cooling rate and, for the same nucleation ment was conducted in order to study the transforma- ..- .

mechanism, a higher initial undercooling prior to cry- tion to a more stable state. Figure 7 shows a series of - "-
stallization. For the observed range of particle sizes images with corresponding SAD patterns, taken at dif- ,...

from 2Mum-20 nm, a range of at least two orders of mag- ferent stages of a heating experiment. The initial micro-
nitude in the cooling rate is expected.

In general, the particle microstructure consists of
small randomly oriented grains [ Fig. 7(0) ) exhibiting
Debye ring selected area electron diffraction (SAD) c a A_

patterns [Fig. 3 (A) 1. These patterns can be indexed as
a pattern of icosahedral quasicrystal, according to the
six-index scheme.26'" The result of microdiffraction
from relatively large individual grains ( - 50 nm con- 6

firms this: Figs. 4(B) and 4(C) show typical five. and
twofold microdiffraction patterns of the icosahedral /
phase taken from grains shown on the dark-field image ,

of Fig. 4(A). Selected area diffraction patterns from the h

largest particles ( 1-2 um in size) also show a few reflec- -
tions of fcc aluminum, absent in smaller particles. 2 io

As the size of the particles decreases, the Debye
rings on the SAD pattern become continuous and dif- , .
fuse [Fig. 3(B) ]. For the smallest particles (less than 30 ,€ ,
nm in diameter) the diffraction shows features typical of a
many metallic glasses: broad peaks with positions relat-
edbyq2/q, = 1.7 andq,/q, = 2.0 [Fig. 3(C) 1, whereq, 0
is the strongest intensity peak. .

To find a relationship between the characteristics of .,.0%
the diffraction patterns, particle size and microstructure l.0
(grain size-), a number of dark-field images from differ- 0- 1 2 1

ent particles were taken, using the strongest ring(s) PMICLE AMtr ( Dff j

(q1 ) reflections. The average size of the coherently re- FIG. 5. Size of coherently reflecting zones plotted against panicle ,

flecting zones was measured and plotted against the size diameter A ranp ide size where three tvptcal SAD patterns A.

of the corresponding particle. Figure 5 shows the re- B, and C are oberved is also shown. %,, ,
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structure (0) of 1.6pm particles consists of icosahedral The found dependence of the icosahedral grain size
grains 15-30 nm in size. According to the shown SAD (d) on a geometrical parameter (particle size or dis-
pattern, no fcc aluminum is detected. The first stage of tance from a wheel surface) can be interpreted as a de-

heating ( I) does not shown any considerable change in pendence on the local cooling rate. The average cooling ,

grain size. However, smaller glass-type particles near rate of the particles can be roughly estimated, assuming
the heated particle transform to a microquasicrystalline radiation cooling of the droplets,"5 at T = 2 x I05/D
structure with roughly the same grain size as the studied K/s, where D is the particle diameter in micrometers.
particle. During this stage of heating fcc aluminium pre- Figure 8 represents the dependence of icosahedral grain
cipitates as small blocky grains (note individual spots size (d) (larger than 2 nm) on cooling rate (T) (based
belonging to fcc Al in the SAD pattern). An additional on experimental data for particles, Fig. 5), approximat-
increase in temperature (stage 2) results in nucleation ed by a least-square fit to a straight line such that
and growth of an ordered crystalline phase (region B) dx (T) - . Extrapolation of the curve to lower cool- "

where the SAD pattern B is taken. Again. there is no ing rate range of melt spinning conditions (usually esti- N.
coarsening of the remaining icosahedral grains but some mated as 10'-10s K/s) satisfies roughly experimental
coarsening of the aluminum grains is seen (see alumi- data of the icosahedral grain size measured at different
num grain C and microdiffraction pattern taken from location of melt-spun ribbons (- 1pm in the middle of
it). With additional heating, the crystalline phase pro- the ribbons and down to - 50 nm on the chill surface).
ceeds to grow until it occupies the entire volume of the This unique relationship and similarity of microstruc-
particle. In the final stage (3) the particle consists of a ture leads us to believe that the same nucleation mecha- .
single grain of the crystalline phase (as shown by SAD nism operates over this broad range of conditions. , 9.

pattern) with inclusions of aluminum grains that were This copious nucleation of icosahedral phase dem-
eluded by a transformation front. The phase fragments onstrates an extremely low resistance to nucleation. Co-
into small domains by, probably, antiphase boundaries. pious nucleation from a melt can be promoted by the

Analysis of the SAD patterns of the ordered crystal- presence of a high density of catalytic impurities, or
line phase shows that it is a new hexagonal phase differ- motes, and in such cases is heterogeneous. However, in
ent from any known hexagonal phases in the Al-Mn the present study case of the icosahedral phase, the
system. However, comparison of SAD patterns at the number of motes would have to be on the order of at
(00011 zone axis of this phase with the so-called ALMn least 10" particles per cm', which is many orders of
reveals similarities in the fundamental reflections but a
difference in the superlattice (a n_ 1.7 nm of the new
phase compared to a = 2.84 nm of AI4Mn).13 It is sug- 1oo,

gested that both phases are built from the same packing MELT 5PR*IN £140 ATOMIZATM -..-.

units but with different stacking order. CONIIONS coNmDONS

IV. DISCUSSION

Observation of the microstructure of AI-26 wt. %
Mn melt-spun ribbons and EHD atomized particles 100 d .7

shows a common mode of icosahedral phase formation -e

over a wide range of cooling rates. The phase nucleates A .

independently in an undercooled melt and grows
outward until impingement with other grains occurs.
The nucleation temperature and recalescence determine
the composition of the icosahedral grains. For small
grains (less than - 30 nm) the solidification is probably
massive without rejection of aluminum. The metastable
equilibrium composition of the icosahedral phase is be-
lieved to be close to AI.Mn." and this is clearly sen
during an annealing experiment where free aluminum "

was precipitated before transformation of the icosahe- -
dral phase took place. For larger grains (more than 100 P A

nm) partitioning of aluminum takes place dunng solidi- 10 0°4

fication with subsequent development of dendritic t U/s)

growth. For the largest observed grains ( 10pm) pen- FIG 8 Expenmental dependence of ,cosahedral grain size (d) on %

tagonal dodecahedron growth morphology of the den- cooling rate r. estimated for radiation cooled microparticles -

drites was demonstrated."" d - r '' i is a lesst-square fit of data)
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magnitude higher than what is normally estimated.3 37  amorphous structure and not microquasicrystalline. In

This makes us believe that nucleation of the icosahedral fact, we can speculate on the possibility of existence of

phase is truly homogeneous. class of glass-type material with microquasicrystalline

Metals usually have very high resistance to homo- structure. This structure doesn't have the major limita-

geneous nucleation-most metallic liquids must be un- tions of previous microcrystalline models: (I) lack of

dercooled at least to 0.85-0.67 of their absolute melting SRIO, (2) difficulties of crystal nucleation. Moreover,

temperature before the nucleation starts.36 It is the prin- as was pointed out by Turnbull,3 the same kind of argu-

cipal factor contributing to the formation of metallic ments about nucleation may be applied to the formation
glasses (and also a major stumbling block for micro- of a Frank-Kasper phases, in which case, micro-Frank-

crystalline models of glass structure). The high resis- Kasper-crystallites "glass" glass will be expected. How-

tance of metal melts to homogeneous nucleation can be ever, much more work should be done to resolve this

understood when the topological property of short- issue, especially x-ray and extended x-ray absorption

range order (SRO) in liquid is contrasted to that in fine structure (EXAF) studies of local atomic order,

close-packed crystals. 14" First, the SRO of liquid is both for glass-like and quasicrystalline phases.

dominated by the polytetrahedral, or icosahedral, low-
energy configuration. '3- 6 Nucleation of three-dimen-
sional close-packed crystals requires essential recon-
struction to a tetrahedral/octahedral close-packed V. CONCLUSIONS
structure (dictated by long-range periodicity con- T t o o r p r i n
straint) at a significant energy cost. Second, the crystal- submicronThe sdroplets of AI-26 wt.as% Mn frmation using

melt interface energy is a major controlling factor of alloy suggests

nucleation resistance. 6 This interface energy can be low that:

as a result of the small topological differences between (0) The icosahedral phase forms by homogeneous

the structure of solid and its undercoated melt. nucleation.

The low nucleation resistance of the icosahedral (2) The possible topological similarities between

phase probably results from the small topological differ- the liquid and icosahedral quasicrystal can explain the

ence between the structures of the phase and its melt. lower resistance to nucleation.

Unfortunately, the exact atomic structure of the icosa- (3) Formation of glass as a configurationally fro-

hedral quasicrystal is still unknown. Nevertheless, qua- zen liquid in Al-Mn system is questionable, implying

siperiodically extended icosahedral orientational order that the reported glass probably has a microquasicrys-

implies the presence of extensive SRIO. 8 " A possible talline structure. ",

connection between SRIO in metallic glasses and icosa- e*-
hedral quasicrystal is also supported when the structure .1

factor of metallic glasses is compared to the diffraction
pattern of the icosahedral phase. 9 As expected, among ACKNOWLEDGMENTS
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An Analysis of the Microstructure of
Rapidly Solidified AI-8 Wt Pct Fe Powder

W. J . BOETFINOER, L. BENDERSKY, and J. G. EARLY

Rapidly solidified powders of Al-S wt pct Fe exhibit four distinct microstrictures with increasing
particle diameter in the size range of 5 g~m to 45 jsm: microcellular a -Al; cellular a -Al;
a -A] + AI.Fe eutectic; and AIFe primary intermetallic structure. Small powder particles (- 10 pmn
or less) undercool significantly prior to solidification and typically exhibit a two-zone microcellular-
cellular structure in individual powder particles. In the two-zone microstructure, there is a transition
frorn solidification dominated by internal heat flow during recalescence with high growth rates
(microcellular) to solidification dominated by external heat flow and slower growth rates (cellular).
The origin of the two-zone microstructure from an initially cellular or dendritic structure is interpreted
on the basis of growth controlled primarily by solute redistribution. Larger particles experience little

4 or no initial undercooling prior to solidification and do not exhibit the two-zone structure. The larger
particles contain cellular, eutectic, or primary intermetallic structures that are consistent with growth
rates controlled by heat extraction through the particle surface (external heat flow).

1. INTRODUCTION of cells of a -Al with a eutectic of ar-Al + A16Fe between
ALUMNUMallys cntanin -8 t pt F andsmaler the cells. The precise transition velocities depend on coin-

additions of Ce. Mo, V. or Zr are currently the focus of position and are understood by an analysis of the asymn-
sevralhig tepertur aloy eveopmntprogrami sn metric coupled zone for this alloy.' Similar microstructural

rapid solidification technology. These programs are an out- vaitosrefudnthpeetwrkn.tmzd
*growth of research on Al-Fe binary alloys prepared by splat power

* colin orsurace eltng.' Tis eseach as ecetly When a liquid alloy is broken up into a large number Of
beenrevewe bySkiner Okaaki an Adm.'The fine droplets, as occurs in atomization, the most potent

present paper is concerned with the microstructural charac- nucleation sites can become dispersed such that large liquid
terization of atomized powder of Al-S wt pct Fe an th undercoolings below the equilibrium liquidus may be .

analysis of the solidifzcauo mechanisms which produce achieved prior to nucleation. Nucleation studies performed
thes stuctues.at slow cooling rates by the droplet-emulsion technique by

The phase diagram including metastable phase bound- Perelpezko, LeBeau, Mueller, and Hildeman9 on Al-Fe al-
arie ha ben evluaed y Muray an isshown in loys show the possibility of large liquid undercoolings prior

Figure 1. A prominent feature is the metastable phase AIFe tosldfcin.A-wtptFpwerwthia trsf
and its metastable eutectic with a-Al at -650 OC and 10 $m undercooled to -520 OC (260 K below the AlFe

liquidus and 123 K below the a -Al liquidus) prior to solidi-- 3.2 wt pct Fe . The extended a -Al liquidus and solidus as fication. Their results also show that in Al-9 wt pct Fe,
well as the To curve for the partitionless solidification of nucleation of Al3Fe occurs at temperatures between the
a-Al has also been estimated. One can see that for Al-
8 wt pct Fe, the solidification of several metastable stuc- TE~~E L~iLMro
wres is thermodynamically possible depending on the trans- Ato i Percent Iroyn16

formation temperature.
In fact, hypereutectic aluminum-iron alloys are well -e.'

known to exhibit a wide range of microstructures depending
on die solidification velocity. Alloys with compositions up
to 4wt pct Fe were sudied by Adam and Hogan,' and al-N
loys up to6.1 wt pct Fe were studied by Hughes andiJones'
using directional solidification. This work showed that for

* alloys above 3 wt pct Fe thlree distinct microstluctures were -"

observed for solidification velocities in the range between IL
0. 1 cm/s and I cm/s. New 0.l1 cn/s the structure consists ./

of primary intermetallic faceted dendrites of Al3Fe with a -
~eutectic of a-Al and AI~e between the primary dendrites...-
Near 0. 5 cm/s the structure consists of a fully eutectic stuc- .

ture of ar-Al and AliFe. Near I cm/s the structure consists

W I . BOErrNGER and J, G. EARLY are Metallurgists with die 0~-
MIGNAM Dwasam. National Bau of Standards, Giardiesbur, MDj ~ A Weight Percent I o
2M. L DENDERSKY is with the C~me for Mauerials Scm,ume Thie Fig. I - AI-nch portion of the Al-Fe pbuae diagram' sowing st"l (Al-
Johs Hopkins UUIWUIy. Baltimore. MD 21218 and is also a Gums AIFe) diagram and metastable WA-AikF) diagram. The exia" a-Al

Wak td Nwail Doram of Saderds laquadu and sauidiis as well as die To, ctvw for peatmdesa sliiiu -P
* MinVAuM N*Wmd May 13. 1965. of a -Al ame also sbown. The a -A! sovu curves are o'Ads" cw~.
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AI Fe liquidus and the a-Al liquidus. However, upon fur- strongly time-dependent solidification proess and a micro-
ther cooling the nucleation of a second phase, a-Al. does structure which varies across the droplet dimensions.
not occur until 565 *C. This latter situation has been analyzed in detailby Levi

When nucleation does occur in an undercooled droplet, and Mehrabian. ' Using numerical techniques they have
the initial solidification rate is extremely rapid. This initial shown that under a broad range of conditions, external cool-
rate depends strongly on the solid-liquid interface ing of atomized powder is incapable of suppressing this
morphology. It is convenient to define a dimensionless un- recalescence. In a companion paper." they demonstrated
dercooling A9 = AT/(L/C) where AT is the initial under- that Al-Si and Al-Cu submicron powders exhibit two micro-
cooling below the relevant liquidus temperature, L is the structural zones as depicted in Figure 2(b): one dominated
latent heat per unit volume, and C is the liquid heat capacity by internal heat flow and hence high solidification rate, and
per unit volume. For AG < i. solidification can occur in one dominated by external heat flow and hence slower so-
one of three different morphologies for the case of a single lidification rates. Similar results were calculated for solidi-
nucleation event on the droplet surface as shown in fication of a thin melt in contact with a cold substrate by
Figure 2. In Figure 2(a), a dendritic interface moves at a Clyne. 2

near constant velocity across the entire particle to form a The occurrence of two microstructural zones is frequently
mixture of liquid and solid at the end of recalescence. The observed in rapidly solidified powders and melt spun rib- %
interdendritic regions solidify later by removal of latent heat bons. However, the solidification of the first zone does notto the powder exterior usually at a much slower rate. In usually occur with a smooth interface for AI-8 wt pet Fe."aFigure 2(b) a smooth interface moves partially across the This case is shown in Figure 2(c). where the first zone

powder to produce a particle which is composed of two solidifies with a fine cellular interface. At the end of re-
zones, one solid and one liquid at the end of recalescence. calescence the volume fraction of the powder which con- '
Solidification is again finished by removal of latent heat to tains the cellular structure is AT/(L 'IC) where L' is a
the powder exterior usually at a much slower rate to produce fraction of the ordinary latent heat. This fraction is equal to
the coarse segregated structure shown on the right. In each the volume fraction solid within the cellular structure at the
case the fraction of the powder which is solid at the end of end of recalescence. The coarser structure to the right again
recalescence is equal to A0.* In the case shown in forms after recalescence is complete. The present paper also

VMh volume fraction solid at the end of recalescence is 10 when the focuses on understanding the reasons for this morphology in
heat lost to the powder extenor is zero durng recalescence. Furthermore. contrast to those shown in Figures 2(a) and 2(b).
for alloys the relationship between fraction solid and 18 is essentially
correct but will depend on the degree of segregation in the solid.

Figure 2(a) the microstructure is relatively uniform across 11. EXPERIMENTAL PROCEDURE
the powder dimensions. In the case shown in Figure 2(b) the
internal heat flow and changes in the liquid-solid interface The powder was atomized by Homogeneous Metals.
temperature. velocity, and shape combine to produce a Clayville, NY,* by upward ejection of molten alloy using

*The name of the supplier is provided for completeness only and does
not constitute a product endorsement by the National Bureau of Standards.

high pressure Ar through a SiO 2 tube into an initially evacu- ,,_
ated (3 Pa (3 x 10-5 atm)) collection chamber. However.
final chamber pressures are typically 3 x 10' Pa (0.3 atm).
The AI-8 wt pct Fe starting alloy was made from 99.99 pet
pure Al and 99.9 pet pure Fe components. The size analysis
of the powders is shown in Figure 3. Four size fractions. 5
to 10 Am. 10 to 20 Mm, 20 to 30 Am, and 30 to 45 Am.
were examined by optical and transmission electron micros-
copy. Small samples (3 mm diameter x 0.5 mm thick)

(a) (b) W C
100.,.%-

sok

4p

20*
( c0 00 000

Fig 2 -Schematic representation of the solidification of initially under- Pod 00 (0rn
cooled liquid droplets for nucleaton on the surc when the initial inter- Powder Diameter (V)
face is ta) dendnitic. ibi smooth. and i ' cellular Fig 3-Size analysis of the as.received AI-8 %t pct Fe powder
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After nucleation, release of latent heat of fusion will be larger size particles is consistent with a rae of growth con-
effectively spread throughout the entire powder particle if trolled by extraction of heat through the powder exterior.
Vd/a 4 1 where a is the thermal diffusivity for the liquid The absence of initial undercooling does not imply that
alloy. For a 20 Am diameter particle this condition is satis- these particles are not undercooled during solidification. a '. % J
fied if V 4 170 cm/s. During cooling from the liquid state one envisions a hypo-

For an isothermal powder, a simple heat balance during thetical situation where AI3Fe. AiFe. and a-Al may all
solidification gives the solidification velocity, V,, controlled nucleate. However, competitive growth of these phases at
by external heat extraction as the growth velocity imposed by the external heat extraction

6V AT. [2 rate will determine the dominant microstructure. The tern- 6

= [21 perature of the particle during this solidification will be-r
L close to the interface temperature for the growth of the

where AT. is the temperature difference between the sample dominant microstructure. Later in this paper the temperature ',

and the cooling gas.* The predictions of this expression of the interface for cellular solidification of a-Al will beobtained. Analysis of the interface temperature for eutectic

*For the same assumpuons used to calculate V. the cooling rate of the and for primary intermetallic solidification has been per-
liquid prior to solbification can be expmssed by 6hAT./Cd or LV/Cd. formed by Hughes and Jones.'

agree reasonably well with the "minimum velocities" given
by Levi and Mehrabian in their Table IV using spherical B. Solidification with Initial Undercooling
geometry. For the present case of conductive cooling V, is Levi and Mehrabian' ° have calculated the interface post-
given by tion and velocity for an initially undercooled powder particle

12k,,AT. subject to external cooling where nucleation occurs on the
V, Ld 13] surface. They assumed that a smooth interface was mor- "

phologically stable and governed by an interface kinetic law
Table I gives values of h and V, for various diameter pow- involving only interface attachment. In the undercocied
der particles using k,., = 1.34 x 10' J/cms K. and powders in the present experiments the interface is clearly 4,6
AT. = 600 K. cellular and a different approach is necessary to estimate the

The observed microstructures in the large powders are effect of initial undercooling on the growth rate. It will be
consistent with the effect of powder size on V,. From the shown below that the position and velocity of the cellular
experiments of Hughes and Jones,' the microstructure of interface can be modeled using a kinetic law for the interface

AI-6 wt pct Fe changes from a primary Ai 3Fe intermetallic involving only solute redistribution and a thermal balance
structure to a fully eutectic structure of a-Al + AiFe and for the entire powder using an effective latent heat L'.
finally to a cellular structure of a-Al in the range of growth Isolated Growth of an Al-8 Wt Pct Fe Dendrite. To ana-
velocity between 0. 1 and I cm/s. Slightly higher transition lyze the kinetics of alloy cellular or dendritic growth of
velocities would be expected for Al-B wt pct Fe. An iden- a-Al into an undercooled melt, a recent theory by Lipton.
tical change in microstructure is observed for Al- Glicksman, and Kurz'6 will be applied. This theory pre- 16

8 wt pct Fe powders with diameters between 50 and 10 Am dicts the growth rate of an isolated dendrite tip as a function
where the estimated growth rate for initially nonundercooled of undercooling. AIT. for various alloy compositions. C0 .
powders also changes from -0.2 to I cm/s (see Table 1). assuming local equilibrium at the liquid-solid interface. The
Additionally, Hughes and Jones' measured the A' V constant theory includes the effects of solute redistribution, latent
which relates the eutectic spacing, A. to the growth rate for heat removal, and interface curvature and uses the concept
the a-Al + AlIFe eutectic as a function of iron content. of marginal stability to determine the operating condition at
Extrapolating their results to Al-8 wt pct Fe gives a A2V the tip. It thus spans the range from dendritic growth in a
constant of -3.8 x 10-" cm 3/s. The range of eutectic pure material where heat flow dominates to dendritic growth
spacings observed in the present experiments is 90 to in a concentrated allo> where solute redistribution domi-
180 nm in powders with diameters between 20 and 40 Am. nates. The undercooling AT is the difference between the
The spacings indicate growth rates between 0.5 and a-Al liquidus temperature for the bulk alloy composition
0.1 cm/s. This is in general agreement with the fact that and the temperature of the liquid far from the dendrite tip
eutectic structures are most common in powder between 20 (the bath or nucleation temperature). In the theory. the ...
and 40 Am in diameter. Hence the occurrence of the cellu- undercooling. AT. is the sum of three parts: the thermal
lar. eutectic, and primary intermetallic structures in the undercooling. AT,. the solute undercooling. AT,- and the • .

curvature undercooling. AT,. The term AT, is the tem-
perature difference between the dendrite tip and the liquid

Tale I. Eeina* Heat Trader Coefficiuts and Growth far from the dendrite. The term AT, is the difference be-
at for Powders with No IDtial Udertoollng tween the liquidus temperatures for the bulk alloy com-

d (sun) h (/cm' s K) V. (cm/s) position and the composition of the liquid at the dendrite tip.
S 0 The term AT, is the Gibbs-Thomson depression of the liq-

10 0.27 .0 uidus temperature due to the curvature of the dendrite tip. '_i'.

20 0 13 0.50 The assumption of local equilibrium must be abandoned
30 0.09 0.33 at high solidification rate. However. because the interface
40 0.07 0.25 partition coefficient k is thought to be close to the equi-
50 0.05 0.20 librium value as long as the growth rate is much less than
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-500 cm/sY" the theory is likely accurate to -50 cm/s. present experiments. In general, solute redistribution will
Above this velocity nonequilibrium effects can be intro- dominate in determining the dendritic growth rate whenever
duced into the theory in a continuous manner. the bath undercooling is smaller than the alloy freezing

The results of the local equilibrium theory using parame- range. m(k - I)Co/k where m is the liquidus slope.'I The
ters listed in the Appendix are shown in Figure 14 for 0. 4. freezing range for a-Al at the AI-8 WL pct Fe composition
and 8 wt pct Fe where tip growth rate. V. is plotted against is -750 K.
initial undercooling AT. The effect of the high solute con- Nonisolated Dendrites. Under conditions where the
tent and low equilibrium partition coefficient for Al- growth rate of an isolated dendrite is dominated by solute
8 wt pct Fe is dramatic. For fixed undercooling* the growth redistribution, it seems reasonable to assume that the pri-

*Often the nucleation temperature of alloys under fixed surface nucle- mary spacing of an array of dendrites or cells should also be

aton condiions parallels the liquidus "So comparing the growth raes of determined by solute redistribution. If the primary spacing
alloys at fixed undercooling is more than a mathematical convenience. is set at a spacing where the solute fields of adjacent dendrite

- tips overlap slightly, the thermal fields from adjacent tips
rate of Al-8 wt pct Fe dendrites is more than two orders of will overlap significantly. This is due to the fact that the
magnitude slower than pure Al dendrites. In fact, the growth thermal diffusivity a is four orders of magnitude larger than
of AI-8 wt pct Fe can for all practical purposes be consid- the solute diffusivity D. When the growth rate of dendrite is
ered solution growth; i.e.. the growth rate is determined by dominated by thermal effects (i.e.. for small freezing range
solute redistribution, not heat dissipation. at the dendrite tip. alloys), the primary spacing is likely set such that neither the
This conclusion is supported by two aspects of the calcu- thermal nor the solute fields will overlap significantly.
lations. First. the growth rates for AI-4 and 8 wt pct Fe do When the thermal fields from adjacent dendrite tips over-
not change significantly in the range of undercoolings lap significantly, the motion of an advancing array of den-
shown if the calculation is performed for a latent heat of drite or cellular tips can be modeled as an instantaneously
zero. Second. the dendrite tip temperatures for the alloys isothermal smooth surface which emits an effective latent
differ from the temperature far from the interface by less heat L'. The temperature of this surface as a function of
than 2 pct of the bath undercooling. i.e., AT, < 0.02 AT. velocity is given by the kinetic law for an isolated dendrite

For AI-8 wt pct Fe the relationship between AT and V (Eq. [4]). The divorce of the thermal and solute problems is
can be fit in the range shown by valid only when the growth rate of an isolated dendrite is

V = 1.49 x 10' AT 2 4 [141 dominated by solute redistribution. This approach has re-
. 14 cently been used to model equiaxed dendritic growth by

for V and AT in cm/s and K, respectively. Because AT, is Rappaz et ai.2' A similar method can be used for eutectic
small in this case, the bath undercooling or the dendrite tip growth in an initially undercooled alloy where obviously
undercooling can be used interchangeably in Eq. 141 to de- redistribution of solute dominates the relationship between
termine the growth velocity, V. As will be seen below, this interface undercooling and growth rate. In this case a differ-
interchangeability is the key feature which permits the inter- ent form of Eq. [41 would be used, however.
pretation of the two-zone cellular structures observed in the The latent heat emitted by this effective interface L' will

be a fraction of the normal latent heat. governed by the
volume fraction solid in the cellular or dendritic array. It is

°"' 103 not clear at the present time exactly what factors determine
the volume fraction in the cellular or dendrite array. In the
limit where the growth rate is determined purely by redis-

102 tribution of solute, the volume fraction solid in the cellular
array is the dimensionless supersaturation (see Refer-

1 01 ence 16). This is nearly equivalent to using the level rule
10E1 (conservation of solute) at the temperature of the cell tips to

determine the fraction of a-AL. For AT = 50 K, the dimen-
, ,> 1 _ sionless supersaturation is -0.5. However, during re-

'"', I calescence in the microcellular zone, the volume fraction

0.,, may change. Due to these complexities, the volume fraction
10- - /b for the present analysis is estimated as -0.7 from the frac-

> % tion of a-Al in the microcellular region of the micrograph
V shown in Figure 6. Hence L' = 0.7L.

10-2 The separation of the thermal and solute problems permits
0 an understanding of how a two-zone microstructure can

occur in an undercooled particle when the initial growth is
cellular or dendritic. Two-zone structures develop when the

I- latent heat from a freezing interface raises the temperature

of the powder in such a way as to diminish the growth rate.
0 0 1 00 For thermally controlled dendritic growth, the thermal field1 1in front of a dendritic array is confined to the proximity of

Undercooling (K) each dendrite tip and the growth rate is constant across a

Fig 14-Calculated dendritic growth rte of pure Al. Al-4 wt pci Fe. and powder particle. For solute controlled growth the thermal
Al-S wt pct Fe as a function of bath undercooling below the liquidus ter- field in front of a dendritic array has a characteristic dimen-
pur11ui .using the theory of Lipton, Glicksnrm. and Kur ' sion of the entire array. This causes the latent heat to spread
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diulghout the powder particle and diminsh the growth 100
velocity causing a two-zone microstnucture.

Powder Solidification. Using the same simplifying ge-
ometry and assumptions to model powder solidification as 45 cm/s
above, the solidification velocity V. of an initially under-
cooled powder during recalescence with no external heat
extraction can now be obtained simply. A heat balance will AI-Swt%Fe
give the position of the interface x measured from the nu- E 10 T-T 5 =o8t5 Ki..L 6a
cleating cylinder face as a function of the particle tem- L N

v d =lOpm"
perature T and nucleation temperature T, as d

x/d = C(T - Tv)/L'. [51 I
~V r

Using the kinetic law Eq. [41 in a general form >
V = A (TL - T)', [61

where TL is the alloy liquidus temperature, the growth = 1 c

rate V, can be written as Ve =  cm/ .

V, = v., l 18 d) 1-.71- ,

where AO' = (TL - T,)C/L', and Vv is the initial growth
rate given by 0.1 . 0 0 .

0 0.2 0.4 0.6 0.8 1.0
V. = A,(TL - TV)*. [8] xld .,...x/ % ,

When Vd/a > I the assumption of an isothermal sample is Fig. 15- Estimated growth velocity vs fractional distance across an ini-

invalid and the interface will be subject to a local re- tially undercooled powder particle. The curve V. is the velocity for solidi-
calescence which will slow growth more quickly as shown fication of a-Al cellular structure dunng recalescence with no external heat
by Levi and Mehrabian. 'o For a 10 jm particle, this effect extraction. The line V, is the velocity established by the external heat

extraction. The initial undercooling is -85 K below the a-A liquidus and ., •
is important when V > 340 cm/s. produces an initial growth rate of 45 cm/s. The heat traiisfer coefficient is

Figure 15 shows the predicted velocity vs distance solidi- 0.27 //cm: s K and produces a growth rate of I cm/s.
fled using Eqs. [3] and [7] for a 10 Atm diameter particle
of AI-8 wt pct Fe freezing as a-Al. These velocities are below the To curve for the liquid composition at the
thought to represent the situation which occurred during interface. However, a criterion based on the diffusive speed
the solidification of the powder particle shown in Figure 4. of solute atoms seems to be a more useful sufficient condi-
The curve V, would approximate the velocity dunng re- tion at the present time." This criterion states that par-
calescence after which a transition to the line V, would oc- titionless solidification should occur when the interface
cur. Note the volume fraction of microcellular structure in speed exceeds the speed at which solute atoms can diffuse
the entire particle is -V' and corresponds to the choice of away from the advancing interface. The diffusive speed is
A 8' = /3 or a nucleation temperature (/3) (L'/C) or 85 K usually given as D/a where D is the liquid diffusion coeffi- %

below the a-Al liquidus. Note that V = 45 cm/s from cient and a is the interatomic distance. For D typical of
Figure 14 and V, = I cm/s from Eq. [81 and Table 1. Due liquid metals (2 5 x 10-' cm 2/s) and a = 0.5 nm. the dif-
to the large decrease in the growth rate as a function of x/d. fusive speed is 500 cm's. As shown in Figure 15. the initial ,',

the cell spacing increases dramatically across the powder. growth rate is -45 cm/s wshich is not high enough for
The Lipton-Glicksman-Kurz theory predicts the tip radius of significant nonequilibrium eftects or solute trapping. Hence
a growing dendrite. For a velocity of 10 cm/s typical of the the microstructure 0t the zone solidified during recalescence
microcellular zone. the predicted radius is 45 nm. For a is not microsegregation-free. For more dilute alloys or
velocity of I cm/s typical of the cellular zone. the predicted where k is not so small, higher solidification velocities can
radius is 0.2 Am. These radii compare quite favorably with occur for identical initial undercooling and cell-free struc-
the cell spacings observed in the microcellular and cellular tures can be formed
zones. This comparison is based on the assumption that cell One might note that in powders %shich are smaller than ,;,.-
spacings should scale with the tip radius. 5 Am, the entire powder is microcellular. This %uggests that ,

Solute Trapping. The absence of a microsegregation-free for these small powders. .1O' > I. With L' = 0.7L. %

zone of a-Al in the first region of powder particles to so- TL - T % > 250 K and the calculated initial gro,%th rate as-
lidify is worthy of note. In fact. except for the work of suming local equilibrium would exceed 500 cm/ s How-
Jacobs, Dogett. and Stowell,' microsegregation-free struc- ever. at these rates the localized recalescence at the
tures have not been observed in AI-8 wt pct Fe produced by interface" would quickly reduce the growth rate to cause the
any rapid solidification technique. For growth into an under- major fraction of the powder particle to freeze at slower
cooled melt, the only mechanism by which micro- speeds. Furthermore. inclusion of the nonequilibnum par- I.P
segregation-free structures are produced is partitionless tition coefficient would alter the predicted growth rate. The
solidification.'" The precise conditions required for topic of solute trapping clearly requires further investigation "
partitionless solidification are not fully understood. A as well as the factors which control the volume fraction solid
necessary condition is a liquid-solid interface temperature within the microcellular zone dunng recalescence. " '
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5. Partitionless solidification of AI-8 wt pct Fe is not 8 I R HughesandH. Jones J Mats Sci . 1976. sol II. pp 1781-93
observed. 9 J. H. Perepezko. S E LeBeau. B A Mueller. andG J Hildeman in

Raptdh Solidified Powder Aluminum Alloys. M E Fine and A, E . Z
Starke. Jr.. eds . ASTM-STP 890. Philadelphia. PA. 1986.
pp 118-36

APPENDIX 10 C G Levi and R Mehrabian: Meall Trans 4. 1982. ,ol 13A. ,.
pp 221-34 ." 'l "

Parameters for solidification of a-Al in Al-Fe alloys I I C G. Levi and R. Mehrabian Metoll Trans A. 1982. vol 13A.
pp 13-23

m = liquidus slope = -3.7 K/wt pct 12. T W Clyne, Metall. Trans B. 1984. vol 15B. pp 3%9-81
k = equilibrium partition coefficient = 0.038 13 D. Shechiman and E. Gutmanis. Prak Metallographie. 1981. vol 18. . ,
Tvr = capillary constant = I x I0 -  Kcm 14pp. 587-93Lr = callaryn coant f fsIon x 1 J/cm 14 C M Adam. in Rapidhi Solidified Amorphous and Crystalline Alloy,.L = latent heat of fusion 971 i/cm' B H. Kear. B C Giessen. and M Cohen. eds . Elsevier.North Hol. %
C = liquid heat capacity = 2.67 J/cm' K land. New York. NY. 1982. pp 411-22
L/C = 364 K 15 S. Dushrran and J Laffery. Scientific Foundations of Vacuum

D = liquid diffusion coefficient = 2 x 10-' cm2/s Technique. 2nd ed., John Wiley. New York. NY. 1962. p 45
a = liquid thermal diffusivity = 0.34 cm:/s 16 J Lipton. M E Gicksman. and W Kurz: Mats Si & Eng . 1984.

vol 65. pp 57-63
kL = liquid thermal conductivity = 0.92 J/cm s K 17 W J Boetinger. S R Conell. and R F Sekerka Mats Sci & Ene .

K,,, = 75 pct of the thermal conductivity of argon at 1984. vol. 65. pp. 27-36
0. 1 MPa ( I atm) = 1.34 x 10- ' J/cm s k 18 J H Perepezko and J S Paik. in Rapd/v Solidified Amorphous and '

Crvaline Allos. B. H Kear. B C Giessen. and M. Cohen. eds
Elsecier-North Holland. New York. NY. 1982. pp 49-63

ACKNOWLEDGMENTS 19 W J Boentnger and S R. Coriell NATO Advanced Research Work.
shop on Rapid Solidification Technologies. P Sahm. ed . Ambere.

This research was partially supported by the Naval Air n Rapd. an e oe P Sahmed .198eg."
Cener Wamiste. A. neof s L. .) 20 MI Rappaz. Ph The..'.. and w Kurz in %\umerica/ Methods in%Development Center. Warminster. PA One of us (L. B.) Thermal Problems. Pir I R Wk , .i and K Morgan. eds Pine-

would also like to thank the Defense Advanced Projects ridge Press. Ssanc.i K !^4 pp 51-1
Agency for support. The authors would also like to ac- 21 %1 J Azz 4 " A ',, . 19S'. ,oi 53. pp 1158-68

"ni-- OLL ME I"A. %,IA 1I# %IETSLLRGItAL . TRl\No\tTIOS N



JOURNAL OF MATERIALS SCIENCE 21 (19861 1889-1896

Rapidly solidifed Al-Cr alloys: structure and
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Melt-spun ribbons of aluminium containing up to 15wt% chromium were examined in the
as-spun condition and after annealing. The more concentrated alloys contained multi-phase
spherulites embedded in an 2-Al matrix: chemical microanalysis showed the average com-
position of the spherulite core to be 22 ± 2 wt% chromium. The kinetics of precipitation at
grain boundaries and within the matrix were determined by TEM and X-ray diffraction. Three
very similar Al-Cr intermetallic phases are present under equilibrium conditions, but most of
the precipitates in the melt-spun ribbons could be identified as Al7 Cr.

1. Introduction 2. Experimental details
Transition metals are commonly used as alloying Alloy buttons with chromium concentrations of I. 2.
elements to aluminium. Although they do not produce 5 and 15 wt % Cr were prepared by arc melting, using
age hardening, they are added for various purposes. 99.999% Al and 99.95% Cr. For melt-spinning, small
such as mechanical property improvement. recrystal- pieces cut from these buttons were induction heated in
lization inhibition, stress corrosion prevention, etc. zirconia coated quartz tubes. Immediately upon melt-
Due to the unfavourable electrochemical factor and ing. the metal was squirted onto a copper melt-spin- %
the tendency of the components to form intermetallic ning wheel rotated at 6500r.p.m. The process was .
phases. the range of solid solubility is extremely carried out under helium at atmospheric pressure. The
limited. It can. however, be significantly extended by ribbons were typically 2 mm wide and 20gm thick.
rapid solidification (1-3]. The substantial increase in For annealing, the ribbons were sealed in borosilicate
solid solubility offers the prospect of developing new glass ampoules with a helium pressure of 1 2 atmos-
alloy compositions with improved thermal stability. phere. '"
Several such additives as chromium, manganese and Lattice parameters were determined by measure-
zi:conium offer resistance to solute clustering during ments on an X-ray diffractometer. using filtered CuK,
(or following) quenching [4. 5]. radiation. A Nelson-Riles procedure was used to ?.,,S

Rapidly solidified Al-Cr alloys exhibit a pronounced obtain the lattice parameter from the measurements of
tendency to form metastable supersaturated solid the diffraction peaks Simultaneous measurements of
solutions. This system has been investigated by several diffraction peaks from powdered high purity silicon
authors [5-15] who used different techniques of rapid were used as a normalization standard.
quenching from the melt. Most previous studies Three phases of apparently very similar crystal
[10-12. 14. 15] were limited to compositions of up to structure have been reported in aluminium rich Al-Cr
3wt% Cr. and some of them lack microstructural alloys [16]: AI, Cr or 0 (21.6wt % Cr). AICr, or Y

studies. Detailed electron microscopy investigation (25.96wt % Cr) and AICr or 1 (32.52wt % Cr) are
was performed by Warlimont et al. [8. 91 and Jones et reported 19) to be very similar and no information on
al, [2. 5. 6). Their studies were performed on com- differences between them has been reported. We ",A
positions of up to 13 wt % Cr. and included study of therefore prepared samples having the stoichnmetnc
the decomposition behaviour. These works are the compositions of these compounds as X-ray diffraction
main references for us. references. These samples were first melt spun to

In the present study we examined the microstruc- reduce microsegreganon, crushed and sieved to - 325
ture of melt-spun ribbons which contain up to 15 wt % mesh. and annealed at 600 C for 16 h. X-ray diffrac-
Cr. Thermal stability and decompositional behaviour tion patterns from these powders, using CuK, radia-
were studied as a function of the chromium content tion. were then compared,
and the temperature of isochronal heat treatment. Microstructural studies were performed on a
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